Ei =10.535 keV Cryst 1-2 Cryst 1-2-3
Cryst1 Cryst23  @B2 AE [IRdAOJE  FOM AE IRdAOJE  FOM
[°] [meV] [prad meV] [meV] [prad meV]

Si(1,1,1) Si(1,1,1) 10.82 1000.15 11207.187  11.21 950.054  9560.39 10.06
Si(1,1,1) Si(0,2,2) 17.85 580.75  6221.389  10.71 399.45  3747.95 9.38
Si(1,1,1) Si(1,1,3) 21.06 396.94  2936.981 7.4 170.31 1036.8 6.09
Si(1,1,1) Si(0,0,4) 25.68 333.71  2771.061 8.3 153.161  1063.24 6.94
Si(1,1,1) Si(1,3,3) 28.18 28045  1481.736 5.28 81.991 343.03 4.18
Si(1,1,1) Si(2,2,4) 32.06 24716  1623.511 6.57 84.272 464.86 5.52
Si(1,1,1) Si(3,3,3) 34.26 220.14  907.489 412 51.422 164.35 3.2
Si(1,1,1) Si(0,4,4) 37.8 197.22  1065.953 5.4 56.067 241.8 431
Si(1,1,1) Si(1,3,5) 39.87 178.14  606.895 3.41 34.477 90.83 2.63
Si(1,1,1) Si(0,2,6) 43.26 161.04  746.174 4.63 39.683 146.79 3.7
Si(1,1,1) Si(3,3,5) 45.27 146.81  427.998 2.92 24.85 52.7 2.12
Si(1,1,1) Si(4,4,4) 48.65 132.78  543.895 4.1 30.117 93.25 3.1
Si(1,1,1) Si(1,1,7) 50.69 120.77  312.625 2.59 18.741 329 1.76
Si(1,1,1) Si(2,4,6) 54.17 108.5 408.646 3.77 22.962 64.7 2.82
Si(1,1,1) Si(1,3,7) 56.33 98.41 234.597 2.38 14.472 22.24 1.54
Si(1,1,1) Si(0,0,8) 60.09 86.36 314.017 3.64 18.019 47.87 2.66
Si(1,1,1) Si(3,3,7) 62.48 77.02 179.565 2.33 11.375 16.94 1.49
Si(1,1,1) Si(0,6,6) 66.83 64.76 246.11 3.8 14.642 37.82 2.58
Si(1,1,1) Si(5,5,5) 69.77 54.72 140.01 2.56 9.168 14.14 1.54
Si(1,1,1) Si(0,4,8) 75.72 39.78 195.672 4.92 11.425 37.46 3.28
Si(1,1,1) Si(1,1,9) 80.79 25.43 110.62 4.35 7.473 18.68 2.5
Dia(1,1,1) Si(1,1,1) 10.82 609.3  6947.761 11.4 2905.99  6184.38 2.13
Dia(1,1,1) Si(0,2,2) 17.85 408.22  4614.56 11.3 387.236  3991.23 10.31
Dia(1,1,1) Si(1,1,3) 21.06 290.8  2339.543 8.05 168.703  1125.71 6.67
Dia(1,1,1) Si(0,0,4) 25.68 256.58  2300.633 8.97 151.081  1162.19 7.69
Dia(1,1,1) Si(1,3,3) 28.18 21821  1263.094 5.79 81.799 375.96 4.6
Dia(1,1,1) Si(2,2,4) 32.06 197.34  1407.02 7.13 84.96 511.07 6.02
Dia(1,1,1) Si(3,3,3) 34.26 178.99  796.903 4.45 51.387 179.2 3.49
Dia(1,1,1) Si(0,4,4) 37.8 161.54 948732 5.87 55.591 265.6 478
Dia(1,1,1) Si(1,3,5) 39.87 152.21  546.932 3.59 34.482 99.79 2.89
Dia(1,1,1) Si(0,2,6) 43.26 137.56  679.169 4.94 40.234 159.58 3.97
Dia(1,1,1) Si(3,3,5) 45.27 129.17  392.863 3.04 25.023 57.43 2.3
Dia(1,1,1) Si(4,4,4) 48.65 116.69  505.183 433 30.106 102.86 3.42
Dia(1,1,1) Si(1,1,7) 50.69 109.62  291.885 2.66 18.646 36.21 1.94
Dia(1,1,1) Si(2,4,6) 54.17 97.46 385.128 3.95 22.862 70.47 3.08
Dia(1,1,1) Si(1,3,7) 56.33 91.67 222.714 2.43 14.494 24.8 1.71
Dia(1,1,1) Si(0,0,8) 60.09 78.96 299.218 3.79 18.069 51.89 2.87
Dia(1,1,1) Si(3,3,7) 62.48 73.22 172.508 2.36 11.423 18.26 1.6
Dia(1,1,1) Si(0,6,6) 66.83 59.94 237.807 3.97 14.63 41.25 2.82
Dia(1,1,1) Si(5,5,5) 69.77 52.48 136.004 2.59 9.177 15.49 1.69
Dia(1,1,1) Si(0,4,8) 75.72 36.65 192.078 5.24 11.414 41.04 36
Dia(1,1,1) Si(1,1,9) 80.79 23.64 109.784 4.64 7.433 20.51 2.76




